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Abstract—Development of 5G and beyond technologies
brings wireless communications systems to operate at higher
frequencies and makes them more compact and integrated
in nature. This places further challenges for component and
system design, but at the same time the need for reliable
RF interconnections becomes more and more important. This
work investigates passive RF structures implemented on a lowpermittivity Panasonic dielectric substrate up to a frequency of
110 GHz with simulations and measurements. Two different test
cases are considered: a simple transmission line with a TRL
calibration structure as well as a Wilkinson power divider.
Agreement between simulations and measurements is rather
good, and the results show that the used substrate material is
a viable alternative for RF applications around 100 GHz.
Keywords-connector, dielectric substrate, millimetre wave,
transmission line, Wilkinson power divider, 5G.

I. I NTRODUCTION
We are currently witnessing a widespread commercial
deployment of fifth generation (5G) communications networks and systems. From a technology point of view, this
development is aiming to deliver, among some of the key
metrics, higher data rates, bandwidths, and larger numbers
of simultaneous users [1]. Frequency bands below 6 GHz
have traditionally been used for wireless communications,
but these are facing spectral congestion due to the existing
networks and services. This, combined with a greater need
for broader bandwidths is driving the research and design interests towards millimetre-wave frequencies (approximately
30 GHz and beyond).
At the same time, planning and early development of
beyond-5G technologies (referred to as 6G), to be launched
around 2030, are already ongoing (see, e.g., [2]–[4]). Compared to 5G, the requirements for 6G systems can roughly
be estimated to have more than a tenfold improvement in
many of the key performance metrics. Achieving envisioned
data rates in the range of 1 Tbit/s requires the use of
sub-THz/THz frequencies (e.g., around 300 GHz). However, such a generation shift in technology does not occur
overnight, and it is foreseeable that the current technology
will experience several enhancements and modifications
when moving from 5G to 6G, including an “intermediate”
phase that can be called Advanced 5G. An example of such
intermediate stages is the so-called D-band at 110–170 GHz,

which has recently gained significant interest as a solution
for Beyond-5G technologies [5]–[7].
The aforementioned requirements pose new scientific and
technical challenges for designers and engineers both on the
network and hardware sides. As a result, key aspects in radio
engineering include defining optimal RF architectures and
selecting semiconductor technologies to obtain the required
performance. Integration of the advanced, high-performance
electronics to enable compact device sizes suitable for
practical applications and finding appropriate materials and
processes to achieve this are also of significant importance.
Additionally, well-performing and reliable transmission lines
and other interconnects are essential for signal routing and
component connections.
When considering transmission lines (such as microstrip
lines or coplanar waveguides), routing of the RF components
and devices especially in integrated, multi-layer printed
circuit boards (PCBs) requires careful consideration, e.g., by
minimising their lengths to reduce the losses and matching
of interconnection widths to reduce reflections. Despite this,
the optimal PCB materials should be sufficiently low-loss
(per unit length) to begin with. Therefore, the development
of such materials and structures is an important research
topic in monolithic integrated circuits as well as in integrated
RF components and modules [8]–[10].
In this work, we address the material and interconnect
issues by analysing the performance of passive transmissionline based test structures and components at millimetre-wave
frequencies. Two different types of test structures and RF
connectors are used, and their performance is investigated
using both simulations and measurements.

II. R ESEARCH M ETHODOLOGY AND T EST S TRUCTURES
As a starting point, the structures have been designed
using full-wave computer simulations. Electromagnetic simulations on the test structures have been carried out in CST
Microwave Studio. Then, test structures have been manufactured based on the simulation models, and measurements
have been performed using a vector network analyser and
frequency extenders.
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Figure 3.
Photograph and CAD model of the test structure for the
millimetre-wave Wilkinson power divider. Dimensions are in mm.
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Figure 1. Photograph of the measurement setup: (a) PNA and mm-wave
test set, and (b) two mm-wave extender modules connected back-to-back
using a 1-mm coaxial cable.
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Figure 2. Average matching and insertion loss of 1-mm connector cables
measured across four individual samples with two measurements each.

structures are connected using 1-mm coaxial cables, whose
average measured S-parameters are displayed in Figure 2.
The measurements have been performed for four individual
cables, each of which have been measured twice. The length
of the cables is 16 cm, which results in a maximum cable
loss of 0.15 dB/cm at the studied frequencies.
The test structures are implemented on PCBs that utilise
a Panasonic low Dk / low Df material as the substrate (εr =
3.34, tan δ = 0.004 at 50 GHz) [13]. This substrate material
is commonly used at lower frequencies up to the millimetrewave range, and this work investigates its suitability for
applications at frequencies up to around 100 GHz. This is
one of the highest frequencies reported for this substrate;
however studies for a similar/comparable material have been
reported up to 160 GHz in [14], [15].

A. Methodology and Instrumentation Used

B. Wilkinson Power Divider

A Keysight N5242B PNA together with a Keysight
N5292A PNA Millimetre Test Set are used to perform cable
measurements up to a frequency of 110 GHz. The test set
features frequency extenders with 1-mm coaxial connectors,
and these can be used for coaxial measurements across a
continuous frequency range from 10 MHz up to 110 GHz.
Currently, this is the highest frequency and connector pair
that has been specified in IEEE standards [11]. The chosen
approach and frequency range enable an analysis of the
performance and characteristics of the used structures from
an Advanced 5G point of view.
Figure 1 shows a photograph of the used measurement hardware. This equipment is used together with the
test structures through Rosenberger 01K80A-40ML5 1-mm
SMD connectors, which are solderless and mounted onto the
PCB with screws and guide pins [12]. The extenders and test

The first test structure is a symmetric Wilkinson power
divider with an equal power division ratio between the two
output ports. Illustration of the structure is given in Figure 3.
This represents a well-known component in RF and microwave applications, and the design can also be generalised
to N ports [16]. Example Wilkinson implementations for
millimetre-wave frequencies can be found in, e.g., [17], [18].
The power dividers of this study have been implemented on a
dual-layer PCB of the previous Panasonic dielectric material,
with a substrate thickness of 300 µm and an 18-µm copper
layer on either side of the dielectric. In the design, bends in
the Wilkinson power divider structure were rounded to avoid
additional reactive effects caused by sharp corners. The
power dividers use Mini-SMP (SMPM) connectors which
operate up to a frequency of 65 GHz.
According to the basic topology, the output branches
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Illustration of the PCB test board for the 1-mm connectors: (a) prototype and (b) simulation model. Dimensions are in mm.
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Figure 5. 1-mm connector used in (a) measurements and (b) simulations.

of the divider are connected together with a resistance of
2Z0 (corresponding to 100 Ω in a 50-Ω environment) [16],
[19]. At lower frequencies, this can easily be implemented
using a lumped resistor, but it becomes more challenging
when going towards higher millimetre-waves. The current
power dividers use 100-Ω thin-film microwave resistors by
Vishay in a 02016 size flip-chip type package that have
been specified up to a frequency of 70 GHz [20]. At higher
frequencies, reactive effects of the packaging start to affect
the resistance value, which places a practical upper limit
for the operating frequencies. To reach higher frequencies
(e.g., above 100 GHz), the use of various integrated resistor
techniques related to particular semiconductor fabrication
processes may be required.
C. PCB With 1-mm Connectors
The second test structure consists of a coplanar waveguide
(CPW) transmission line device under test (DUT) that has
been implemented on a multi-layer PCB together with ThruReflect-Line (TRL) calibration structures. This structure is
illustrated in Figure 4. The TRL kit can be used to deembed the connector effects from the measurement results

[21], [22]. For comparison, the kit includes a reflect standard
implemented using both an open and shorted termination
(either of which can be used). Additionally, the line standard
has two versions of different lengths to make the calibration
kit more broadband [23].
When moving higher up in frequency, accurate and reliable simulation models become increasingly important. In
addition to providing estimates on the actual device performance, the models can be used in higher-order, systemlevel studies combining the operation of several individual
components. For the purpose of this study, the modelling
approach involves implementing a simulation model of the
1-mm connector used in the measurements. Figure 5 illustrates the actual connector and the 3D CAD model applied
in simulations. The model, which has been created based on
dimensions available in the data sheet, is a slightly simplified
version of the real design, and it aims to capture the most
essential features related to the 1-mm coaxial feed line and
its connection to the transmission line on the PCB.
In the actual connector, the coaxial feed line is slanted.
This poses a problem for the 3D simulation model in terms
of positioning the feed port, since the simulation software
requires all ports to align with the principal coordinate axes
(x, y, or z axes). To solve this matter, a short extension/bend
section has been implemented at the end of the coaxial cable
to ensure a proper port alignment. This modification may
have a slight impact on the connector performance, but the
exact nature of the effect is difficult to quantify since it is
not possible to simulate the original, slanted connector.
III. C HARACTERISTICS OF THE W ILKINSON P OWER
D IVIDER
The power divider has been designed for a 50-Ω
impedance with the used substrate thickness, which is reflected in the width of the microstrip lines in the input and
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Figure 7. Photograph of the measurement setup used to characterise the
Wilkinson power divider.
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Figure 6. Simulated S-parameters of the Wilkinson power divider. Solid
lines: standalone component, dashed lines: with tapering to connector signal
line width.
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outputs (see Figure 3). However, this is different from the
width of the SMPM connector signal pad, and for this reason
a tapering section has been designed between the connector
and divider to match the two impedance values. Figure 6
shows the simulated S-parameters of the power divider with
and without the tapering. It can be seen that the effect of
the tapering is not very significant for the overall operation.
In the measurements, the basic setup is that used with
the 1-mm PCB. However, the SMPM connectors of the
Wilkinson power divider require changes in the used cables.
The modified setup is depicted in Figure 7. A cable with
1.85-mm connectors is mounted to the extender with a 1mm-to-1.85-mm adapter, and a 1.85-mm-to-SMPM adapter
is used to connect the 1.85-mm cable to an SMPM one. This
configuration has been chosen based on available equipment.
It should be noted that the highest frequency (70 GHz) in
the simulations and measurements of the power divider is
chosen based on the specifications of the resistor as well as
the SMPM and 1.85-mm connectors rather than those of the
1-mm connector.
Simulated and measured S-parameters of the Wilkinson
power divider are shown in Figure 8. The results generally
agree well with each other, and the performance is good
across a frequency range of about 10–50 GHz. The simulated and measured power divisions start to deviate from
each other around 50 GHz, and this may be related to the
dispersive effects of the resistor used.
Compared to simulations, the power division is not entirely equal between the output ports (as |S21 | =
6 |S31 |).
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Figure 8. Comparison of simulated (solid lines) and measured (dashed
lines) S-parameters of the Wilkinson power divider.

According to simulations, this property should be equal as
the structure is fully symmetrical. Reasons for this behaviour
may be, e.g., inaccuracies in manufacturing and assembly, or
effects coming from the measurement itself (such as bending
of the cables and the non-ideal calibration technique used).
One drawback of the present connector and cable type
is that there is no dedicated calibration structure for the
particular assembly used. In order to approximate the cable
effects, the insertion loss of the used cables has been measured, and this value has been subtracted from the measured
|S21 |/|S31 |/|S23 | results. The choice of calibration method
was determined by the availability of suitable cables and
adapters at the time of measurement.
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Figure 9. Simulated and measured S-parameters of the DUT, line, and thru structures on the 1-mm connector PCB. The following colouring scheme is
used in all figures: — = |S11 | (meas.), - - = |S11 | (sim.), — = |S21 | (meas.), - - = |S21 | (sim.).
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Simulated and measured matching of the reflect open and short structures on the 1-mm connector PCB.

IV. C HARACTERISTICS OF THE CPW L INE S TRUCTURES
The two-port S-parameters of the DUT and calibration
standards have been characterised and the results are presented in Figures 9–11 (without taking into account any deembedding). Measurements are shown as an average of two
individual PCBs, both of which have been measured twice.
When looking at the simulated and measured results
for the different lines and standards in Figure 9, it can
be seen that they are generally following a similar trend
across the frequency range. The matching level in the line
structures (DUT, Line 1, and Line 2) is worse than in
measurements. Taking into account the effect of the ripple in
the simulated |S21 | results, the insertion loss is comparable
to the measured values. With the DUT and Line 1 structures,
some of the measurements showed a noticeable dip in the
|S21 | curve around 11 GHz (the actual depth of the dip is

slightly obscured by the averaging). Since this effect was not
observed in simulations or all of the PCBs, it may be caused
by some slight fabrication inaccuracies related to particular
locations on specific boards.
In the two reflect structures, there are some small differences in the placement of the vias near the termination
of the transmission line. Figure 10 shows the simulated and
measured |S11 | and |S22 | parameters for the reflect open and
short cases. Both ends of the short version are symmetric,
but the open version has a small asymmetry. The effect of
this asymmetry is more pronounced in simulations, with the
probable cause being the via placement in the simulation
model. Measured reflection coefficients in both ends of the
reflect structure are in good agreement with both variants.
Figure 11 compares the simulated and measured isolation
of the two reflect structures. Generally, both cases show
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Figure 11. Simulated and measured isolation in the reflect open (RO) and
short (RS) structures on the 1-mm connector PCB.

an isolation better than 20 dB (even better than 40 dB for
the open version), and these levels are suitable for practical
implementations of well-performing reflect standards.
The observed differences between simulated and measured results can be caused by slight inaccuracies between
the material parameters used in simulations and those of the
particular material used in the measurement, as well as by
the 3D simulation model used for the connector. According
to the substrate data sheet, the εr and tan δ parameters have
a quite stable frequency behaviour up to 50 GHz, but above
that the precise characterisation of the dispersive effects
would still require further studies. Additionally, the 1-mm
connector model used in the simulations can have some inaccuracies and uncertainties especially related to the contact
point between the coaxial centre pin and the transmission
line. This results from a lack of certain dimensions or
ambiguity thereof in the connector data sheet.
V. C ONCLUSION
This work has investigated the design and implementation
of RF test structures for higher millimetre-wave frequencies
using a low-permittivity dielectric substrate. The material
used to implement the measured structures has been utilised
beyond the operation frequency characterised by the manufacturer. Of the test structures, the Wilkinson power divider
shows good and broadband operation in both simulations
and measurements, and the characteristics of the 1-mm
connector structures show that the used dielectric material
does not suffer too dramatic a reduction in performance
when reaching frequencies around 100 GHz.
Results of this study can be used as a starting point for designing antennas, reconfigurable surfaces, high-speed digital
interconnections, and even RF front ends with the current
substrate material for above-100 GHz applications. Each of
these components is an example of a structure with a very
significant practical and commercial need when considering
the continuous technological developments in the wireless
industry. Future and on-going work includes utilising the
present components in antenna and array designs, as well as
characterisation of the material parameters of the substrate
at higher millimetre-wave frequencies.
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